PRODUCT SPECIFICATION

Chemical Specification

Kestelek Colemanite
['—3 mm] Natural Boron Ore
2Ca0.3B203.5H20

Di-Calcium Hexaborate Pentahydrate

Component Content
B203 36.00% min.
Ca0 30.00% max.
Si02 5.00% max..
S04 0.45% max.
As 40 ppm max.




